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Qingdao Harbour Bridge Clothing,Co Ltd 
Room 1605, D&D fortune Center, No. 182-6 Haier Road, Qingdao, China 
 
The following sample(s) was/were submitted and identified by the client as: 
 
Sample Description : One sample of knitted 100% polyester cutting in brown for garment 
 
Buyer     : niche-direct.com 
 
Style No. : FLEECE ZIP THROUGH 
 
Order No. : UK 15-1 
 
Manufacturer : QD HARBOUR BRIDGE 
 
Country of Destination : UK 
 
Applicant’s Proposed Care Instruction :  
 
 
 
 
Test Performed : Selected test(s) as requested by applicant 
 
  *  *  *  * 
Sample Receiving Date   : MAR. 11, 2009 
 
Testing Period    : MAR. 11, 2009 
 
Test Result : Please refer to the next page(s). 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd 
 
 
 
____________________ 
Ivy Qin (Account Executive) 

30°C P 
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Test Result 
 
Dimensional Stability to Washing (REF BS EN ISO 5077-2008/ BS EN ISO 6330-2001; Wash Program 
No.5A, Using front load, horizontal drum type machine, Machine Wash at 30 degree C with 2kg total dry mass 
(knitted polyester ballast+specimen), and 77% ‘ECE’ detergent A+20% sodium perborate+3%TAED, line dry.) 
 
After 1 wash 
Lengthwise (%)      -0.2      
Widthwise (%)      -0.2 
 
Remarks: (+) Means Extension     (-) Means Shrinkage 
 
Color Fastness to Washing (REF BS EN ISO 105 C06-1997; Test No.A2S; mechanical wash at 30 degree C; 
with 4g/l ‘ECE’ detergent and 1g/l sodium perborate solution with 10 steel balls) 
 
Change in shade    4-5      
Staining on multi-fiber stripe 
  Acetate    4-5      
  Cotton    4-5 
  Nylon    4-5 
  Polyester   4-5 
  Acrylic    4-5 
  Wool    4-5 
 
Color Fastness to Rubbing (BS EN ISO 105 X12-2002) 
 
Dry staining     4-5      
Wet staining     4-5      
 
Remarks: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is bad and 5 is good. 
 
Pilling Resistance (BS EN ISO 12945-1-2001; 10800. revolutions in ICI Pilling Tester) 
 
As Received 
Rating      3-4       
 
Remarks: Pilling Rating 
 

5. No change 
4. Slight surface fuzzing and / or partially formed pills 
3. Moderate surface fuzzing and / or moderate pilling. Pills of varying size and density partially 

covering  the specimen surface 
2. Distinct surface fuzzing and / or distinct pilling. Pills of varying size and density covering a large 

proportion of the specimen surface. 
1. Dense surface fuzzing and / or severe pilling. Pills of varying size and density covering the 

whole of the specimen surface 
***End of Report*** 


